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———  EXCAVATE EXISTING SURFACE TO MIN. 150mm BELOW
FINISHED SURFACE LEVELS AND CONSTRUCT CONCRETE
PATHWAY WITH:
- 100mm THICK N25 REINFORCED CONCRETE SLAB (F72
PLACED CENTRALLY). REFER TO SPECIFICATION FOR
COMPOSITION AND FINISHING.
- 50mm OF COMPACTED CRUSHED ROCK (CLASS 2)
- BUILD UP WITH APPROVED COMPACTED SUBSOIL (WHERE
NECESSARY)

VARIES

2.5% CROSSFALL
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GENERAL NOTES

CROSSFALLS ON FOOTPATH SHALL NOT BE STEEPER THAN
1:40 (2.5%), AND COMPLY WITH OTHER DDA REQUIREMENTS

DIMENSIONS IN MILLIMETRES UNLESS OTHERWISE INDICATED

EXPANSION JOINTS (E.J.) TO BE 'CONNOLLY EXPANSION JOINT'
OR APPROVED EQUIVALENT TO MATCH FULL DEPTH OF
CONCRETE

EXPANSION JOINTS (E.J.) AT MAXIMUM 12m CENTRES AND AT
THE START AND END OF NEWLY CONSTRUCTED FOOTPATH
SECTIONS

ALL TOOL JOINTS TO BE SAW CUT WITHIN FIRST 48 HOURS OF
POUR

ALL CONCRETE SHALL BE 25 MPa AT 28 DAYS

CONCRETE MIX DESIGN TO BE HANSEN IMAGECRETE
EXPOSED MIX: KILMORE WITH NO PIGMENT, OTHER
CONCRETE MIXES MAY BE CONSIDERED ON CASE-BY-CASE
BASIS

A SAMPLE POUR WILL BE REQUIRED TO DETERMINE
SUITABILITY OF MIX, AND WILL NEED THE APPROVAL OF THE
MANAGER OF ENGINEERING (CoY) PRIOR TO WORKS
PROCEEDING, THE SAMPLE POUR WILL BE A MINIMUM 1M X

1M, BE SET AND DRY WHEN INSPECTED. Yarra Standard: YSD417

Drawing Title: Sheet 1 of 2

WHERE EXCAVATED, DAMAGED OR RECONSTRUCTED, THE Alphington Exposed Aggregate Concrete
FULL CONCRETE BAY (JOINT TO JOINT) MUST BE Path Pedestrian

RECONSTRUCTED AT A MINIMUM AND TO COUNCIL'S
SATISFACTION

Not to Scale
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SEE SHEET 2 FOR CONCRETE FINISH EXAMPLES
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ACCEPTABLE EXPOSURE ACCEPTABLE EXPOSURE

UNEVEN & UNDER EXPOSED - NOT ACCEPTED

UNDER EXPOSED - NOT ACCEPTED OVER EXPOSED - NOT ACCEPTED
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FINISH OF ADJACENT BAY - NOT ACCEPTED Drawing Title: Shest 2 of 2

Alphington Exposed Aggregate Concrete

GENERAL NOTES Path Pedestrian Examples
1. CONCRETE TO HAVE CONSISTENT EXPOSURE, USING SINGLE Not to Scale
AGGREGATE TYPE TO ALLEVIATE VARIATION ST SATE TORAWNEY . O
A [09/08/21 DC @,
2. QUARRIED AND CRUSHED STONE CONSIDERED MORE B |28/0/21] HL/IDC
CONSISTENT MATERIALS IN COMPARISON TO PEBBLE MIXES CITYOFﬁ
3. EACH ADJACENT CONCRETE BAY MUST CONSISTENT AND Y&RRA

MATCH EACH OTHER
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